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The following merchandise was (were) submitted and identified by the client as :

Type of Product : OPTO-ELECTRONIC FRODUCTS

BuyerfOrder No : NETTCH TECHNOLOGY, HITA CHI, PANASONIC, AVER
METAA

Sample Received : 2006405/ 15

Testing Date 2 2006405/ 13 TO 2006/ 0522

Test Result 1 Please see the next page

for and on behalf of
SGS TAIWAN LTD.
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Test Result
PART NAME NO.1 : MEXED ALL PARTS
Result
Test Item (s): Unit Method MDL

No.1
Moenobromobphenyl U 0.0005 N.D.
Dibromobiphenyl Vo 0.0005 N.D.
Tribromobiphenyl U 0.0005 N.D.
Tetrabromohiphenyl Vo Ef:ll'j l_::;g:géeu? 0.0005 N.D.
Pentabromobiphenyl %  lUSEPA3330C. Analysis was 0.0005 M.,
Hexahromobiphenyl % |performed by HPLC/DAD, 0.0005 N.D.
Heptabromaobiphenyl % |LCMS or GCJ MS. 0.0005 N.I.
Octabromobiphenyl o ||:13"1"3'h-il:'it"-":l by 2002/95/EC [ 0.0005 N.D.
Nonabromobiphenyl o%  [roHS), 53/264/EEC, and 0.0005 N.D.
Decabromobiphenyl U 76/ 769/ EEC) 0.0005 N.ID.
Total FEBs (Polybrominated U - N.D.
biphenyls)fSum of above
Monobronophenyl ether U 0.0005 N.D.
Dibromobiphenyl ether U 0.0005 N.D.
Tribromobiphenyl ether Yo 0.0005 M. 1.
Tetrahromohiphenyvl ether U 0.0005 M.,
Pentabromobiphenyl ether U Whith reference to 0.0005 N.D.
Hexabromobiphenyl ether % |USEPA3S40C or 0.0005 N.D.
Heptabromobaphenyl ether % |USEPA3SS0C, Anealysis was| 0.0005 N.D.
Octabromobiphenyl ether 9 |performed by HPLC/DAD, 0.0005 N.D.
Nonabromobiphenyl ether U LC/ “"I_[S_m GCIIMS: | ©.0005 N.D.
Decabromobiphenyl ether Yo Hm?:tﬂejf?(;jfgi{: E;: :if' 0.0005 N.D.
Total FEBEs(FEDEs) % 76/ 769/ EEC) - N.D.
(Polybrominated biphenyl
ethers)/Sum of above
Total of Mono to Nona- %% - N.D.
hrominated hiphenyl ether.
[(Note 4
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R 1t
Test Item (s): Unit Method MDL ]:: “1

Chromium VI (Cr+6) ppm  |UV VIS(US EPA 7196A) 2 N..

after reference to UUS EPA

B0GO0A.
Cadmium {(Cd) ppm  ICP-AES after reference Lo 2 N.D.

EN 1122 method B:2001

or other acid digestion.
Mercury (Hg) ppm  |ICP-AES after reference to 2 N.D.

IS EPA 3052 or other acd

daipestion.
Lead (Fh) ppm  ICP-AES after reference Lo 2 a.7

US EPA 30508 or ather

acid digestion.

NOTE: (1) N.D. = Not detected (<MDL)

(2) ppm = mg/ kg

(3) MDL = Method Detection Livmt
(1) Decabromodiphenyl ether (DecaBDE) in polymeric applications is exempted by
Conunission Decision of 13 Oct 2005 amending Directive 2002/95/ EC notified
under document 2005/ 717 EC,
(5) FEEEs=PBEDEs=Polybrominated Diphenyl Ethers=PEDCOs=FEBOs.
(6)"-" = Not Regulation
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